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Glass Fiber (3-G-1) | | - 6.0'- 6.5
| Paper Pber (B-0-1) % . 0-12.0
| Starch (RoE-2-11) \ 9.0 - 12.5
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Perlita-Mull-A-Fire (.-..f./l)‘--..1 {8-0-1) 6.0~ 7.0
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PRODUCT SPECIFICATIONS: {Refer to Product Bulletin B-G—4 for Generai i
Spe:iﬁcnﬁons.) - CRRwe- g T g snarrd

orh ST i
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Wet Weight (bs./M sq.ft.) . 3600 - 3900 Feow— OO,
: R

Dry Weight (Ibs./M sq.5.) 2500 = 2675 - Average-2575 " o |

i, Aurreae - 2815 263 ?}

Evaporation Loss  (Ibs./M sq.ft.) Nl A 1150 - 1400 [ Sl ]

Ak all_Fars J

Thickness ~ Average (inch) 605 - 630 !

\ |i

Thickness - Individual reading (Em:h) .600 -~ 643 |

\ | |
Profile = Movable Partition board.. Varmhons in surface of bcn:k plane shall not be greqfer
than 0.005" within a 6" span measured across the width. :

*E:iges ~ Movable: Partition board “ ‘ Bevel Edga :
Edge Hardness at Take-off ‘ L 200 - 300 B R ‘ ‘
E'ld ?eel after Sawing (inch) - .1/8 maximum _ |
Flexura! Strength, minimum ' A o B e 7
- Acrass grain (Ibs.) - 180 '

Parallel " 62 _ ‘;
Defiection at-Break, minimum -
- Across grain (inch) o o 0.25 i

Parallel {inch) _ - 0.15 :
Punch Test, lbs. 1100 - 1500 \ |
Twist Test, Maximum split "‘-\ |

Face {inch) 3 3/4

Back {inch) \\ /4
Hammer Loss Test, decigrams \ ,

individual Test, rmaximum \ 5 :
Bond at High Humidity, maximum peel ' |
. Face {inch) 1/2 1
Back , (inch) 1/2 !

*Face printing shall read - 5/8" NULL-A-FIRE TYPE X )Gi AL A-9-TINN . 8/5

*Dencres additicns.
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